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Preface

I thought a long time about what I should write in this preface for the English and 
revised edition of my book, PVC Additives. From my perspective, only a little has 
changed in the PVC industry during the last five years, although there has been 
some progress on switching from lead stabilizers to calcium-zinc in Europe, which 
is discussed in the last chapter of the book. I hope that the English edition gives the 
reader an insight into the world of PVC. I intend for the book to be understandable 
for the layman; that is, the person who is not a chemist, a plastics engineer, or a 
PVC processor. I hope even more that one or more accountants read the book. I have 
attempted to consistently maintain an entertaining writing style for the scientific 
topics, though not always with success, so for that, I ask for leniency. I do not believe 
that the book reads nor will sell like “Harry Potter”!

I want to use the preface as a way to express my gratitude to all the people who 
have supported me directly or indirectly. Again, I want to thank my love and wife, 
Annette. She has always has my back as she supports me in word and deed, even if 
it is not always easy because I am often working thousands of miles away from her. 
I also want to thank my children. I am very proud of both of my pretty and smart 
daughters, Sarah and Maria, who are both successful students. Of course, I again 
thank my parents and my grandmother; I look forward to giving them copies of this 
book. After all, I owe them for all that I have become. 

Apart from the people who I mentioned in the preface of the German edition, I want 
to thank others who have influenced and taught me and are perhaps unaware of 
their impact. The order of mention is, of course, not to be understood as ranking. 
First, I want to thank Mr. Ünal Heris, who founded Akdeniz Kimya thirty-eight years 
ago and who has run the company since. I thank him for my position at Akdeniz 
Kimya, not only for bringing me into an excellent and interesting company, but 
also for getting me to Turkey, a country full of culture and wonderful people. It 
was a giant step for me, although for humanity, it was probably barely noticeable. 
In Izmir, Turkey, I have worked for years with Mr. Tarkan Uysal, a very good and 
trusted friend, as we work together in application technology. To him I owe much of 
my knowledge and understanding, along with many new experiences with respect 
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to the lubricants and their influence on rheology. It may seem to the reader that 
my new colleagues and friends mainly learned from my experience, my knowledge, 
and my understanding of PVC technology. But this impression is incorrect. Without 
their support, and of course many others who are not mentioned here, I would not 
have had time to revise and supplement this book and still be able to do my job at 
Akdeniz Kimya successfully. 

Added to the list of people I want to thank is “iTouch,” his real name being Mr. Aytac 
Sahin; I thank you wholeheartedly for your collaboration in developing new one-packs 
and for assistance in resolving many difficulties. And to Mr. Bugra Aldanmaz, you 
are indeed quite new in our industry and in our company, but you are like a sponge: 
you absorb knowledge, asking many good questions, and are always as positive as 
my other friends Aytac, Mahir, and Özge; I want to thank them as well. 

Theoretically, nothing would connect me to Mr. Mahir Dadas because Mahir speaks 
little more English than I do Turkish. (My Turkish is still very limited and I find it 
somewhat embarrassing that I do not speak the language of the country where I 
spend much time.) But with Mahir, I share a friendship that does not need a common 
language. Mahir was a huge support when he was working as a production manager 
and later as a QC Manager, and as a surfer and wall climber. 

Dr. Özge Aksin-Artok, who is not only an excellent chemist and a good friend, how 
can I thank you? You are systematic, creative, critical, and reliable. A truly great 
scientist, wife, mother, and friend. So keep it up, Özge! 

Actually, although my list of friends and managers has ended, there are many more 
in the application technology group, such as Alptug, Kemal, Süleyman, Ercan, 
Serkan, Tugfan and furthermore Müserref and Türkhan in the analytical lab and 
QC; Mehmet, Deniz, Begüm in the chemical laboratory; Volkan, who takes care of the 
most exciting matters, such as SDSs and REACH; logically, also a heartfelt thanks to 
Mr. Gerd Pack for many years of friendship even in difficult times; special thanks are 
due as he has helped me much more in technical matters that he acknowledges. In 
your line of work, Gerd, which also is one of Volkan's and my areas for a few years, 
I can still learn much from you.

Many thanks also to Dr. Herbert Schrunner, whose friendship I gained after I left 
Chemson, as well as to Hanser Publishers, especially to Dr. Nadine Warkotsch and 
Ms. Cheryl Hamilton, who are named in addition to those already mentioned in the 
preface to the German edition. 

I would like to thank Dr. Mark Everard, who coauthored the fifth chapter in the 
German edition, which I translated to German, and that chapter is now again trans-
lated back into English for this book; many, many thanks for all our years of friendship 
and collaboration. Dear Dr. Jörg-Dieter Klamann, I thank you for the translation into 
English, as well as some meaningful additions. 
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Well, I hope that I have not forgotten anyone who is dear to me. If I have, I sincerely 
beg your pardon. 

My last sentence in this preface: Ladies and Gentlemen at Akdeniz Kimya, even if 
you do not read your name here, it is an honor and a pleasure to work, to live, and 
to learn with you!

Arnoldstein (Austria) / Izmir (Turkey), January 2015	 Dr. Michael Schiller
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German Edition

When I joined the PVC industry, after completing my university studies in 1992, 
I thought to myself: “How boring, but at least it is a job in research and development.” 
One of my colleagues told me that I would certainly not stay in my PVC job until 
retirement. My colleagues in sales and marketing often said that “PVC is different” 
and that many phenomena would never be explained. We were all wrong. Despite 
having an 80-year history of industrial application, this raw material is anything 
but boring. During the past eighteen years of my work I have been confronted with 
new and interesting challenges almost on a daily basis. Not only new technologies 
(“away from lead and tin – on to alternative stabilizer systems”) were developed. 
Not only did the stabilizer one-packs become better and more cost efficient. We 
also scientifically explained several previously mystical phenomena, such as photo 
bluing and plate out, and by this destroyed the myth that “PVC is different.” We 
explained structure/properties relationships and interactions of (co)stabilizers from 
the perspective of a chemist and scientist. Our approach was always: “We want to 
understand!” and not only solve a short-term problem. Like others in our industry, 
we have also contributed our small part to the sustainability of PVC products.

My biggest problem turned out to be that there was only very little literature written 
to assist the researcher and developer in solving everyday problems. Most articles 
are written by plastics technologists for plastics technologists and often are not very 
helpful to the chemist; or the articles are more fundamentally scientific, therefore 
not helping the plastics technologists, but assisting the chemist in the understanding 
of problems. The PVC-seminars offered by the Hanser Verlag have proven to be a 
good compromise. According to participants’ feedback they strike a good balance 
between theoretical knowledge and the needs of actual practice. Admittedly, every 
now and again “too much chemistry” has still been a point of criticism. But, our PVC 
industry also belongs to the chemical industry. Building on the experiences from 
the seminars, the idea to write this book evolved. The first chapter in particular is 
still teeming with formulas and chemistry. I have made a special effort to ensure 
these are understandable to the layman and I hope I was successful in doing so. The 
other chapters are also scientifically based but are less “burdened with chemistry.” 
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Sadly, I am not so gifted a writer that I could consistently maintain an entertaining 
writing style for the scientific topics. For that, I ask for leniency.

Of course all the information is not based on only my own experiences. If facts have 
been taken from the literature, they are properly quoted. But at this point, I would 
also like to thank many people.

Firstly I thank my family, my wife Annette and my daughters Sarah and Maria, 
for supporting my work with their companionship and love, and also, in the most 
positive sense, for distracting me from it. I, of course, also thank my dear parents 
and my dear grandmother for making my education possible and for being there for 
me and my family, when we needed them far away from their home. I also want to 
thank my former colleagues of the Chemson Group for their support, the exchange of 
our experiences and the many, sometimes heated, discussions. Namely, I would like 
to thank Dipl.-Ing. Alfred Egger for his support, especially in the section of “guide 
formulations,” Dr. Walter Fischer for his contributions to the section “additives for 
drinking water and food contact” and Dr. Bernhard Pelzl for his friendship and the 
fun we had while solving various “PVC problems.” Furthermore, I want to thank my 
friend, the ecologist, rock musician, fisherman, and book author Dr. Mark Everard 
for contributing the chapter on “sustainability.” I also want to thank Petra Ziegler 
of the Carl Hanser Verlag for the friendship and the excellent organization of the 
PVC seminars. Last but not least I want to cordially thank my patient editor from 
the Carl Hanser Verlag, Monika Stüve, for our open cooperation.

Izmir (Turkey) /Arnoldstein (Austria) October 2010	 Dr. Michael Schiller
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1	 PVC Stabilizers

Polyvinyl chloride (PVC) is probably one of the most fascinating, most versatile, and 
oldest thermoplastic polymers. It is the polymer with which a person comes into 
contact within minutes of their birth: the bracelet bearing a newborn’s name and 
birth date is commonly made of PVC. Products made of PVC accompany us through 
life—from toys to drinking water pipes. One of the most outstanding characteristics 
of PVC is its enormous longevity with an almost unchanged functionality.

■■ 1.1 �The Production of Polyvinyl Chloride (PVC)

For the production of PVC, a distinction can be made between an older process 
based on calcium carbide, which is converted into acetylene as a next step, and 
the modern process based on ethylene generated from petroleum or natural gas 
by cracking. As the carbide process is no longer of importance in Europe, though 
still utilized for example in China, it will not be covered in this section. The modern 
production of PVC can be described in a simplified manner (Fig. 1.1). The left-hand 
side of Fig. 1.1 depicts the cracking of petroleum or natural gas to make ethylene. 
On the right-hand side of Fig. 1.1, chlorine and sodium hydroxide (caustic soda) are 
produced by electrolysis of rock salt. Previously, the chlorine was considered to be 
a waste by-product whereas the caustic soda, a raw material for glass manufacture, 
was the target product. Today, chlorine is considered a target product in its own right.

Ethylene and chlorine are reacted to give ethylene dichloride. In a second step, 
the ethylene dichloride is processed to vinyl chloride monomer (VCM). The VCM 
is then polymerized in an autoclave under pressure, with the addition of initiators 
and further additives, to form PVC. The initiator forms radicals R*, which start the 
polymerization reaction (Formula 1.1).

Temperatures range from 50 to 70°C and pressures range from 7 to 12 bar. Pre
stabilizers, mostly antioxidants, are often added before drying the reaction product. 
After drying, the PVC is ready to be shipped.
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Figure 1.1 �Schematic representation of the production of PVC [1]
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Formula 1.1 �Polymerization of vinyl chloride monomer (VCM) to PVC

As for all polymerization reactions, the resulting products are not uniform. They 
have different chain lengths and chain branching. The k-value was introduced as a 
simple reference value for the average chain length of the polymer: the shorter the 
average chain length, the smaller the k-value. The average chain length is determined 
by the reaction conditions during polymerization. In general, it can be stated that 
the k-value of PVC decreases with increased polymerization temperature and pres-
sure. On the one hand, the k-value is related to the molecular weight of the polymer 
chains. On the other hand, it is also related to polymer properties such as softening 
temperature, stiffness, hardness, intrinsic stability, and modulus of elasticity.
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There is a simple rule: the higher the k-value, the more viscous and tough the melt, 
the harder and stiffer the resulting product (for example, profile, pipe, film) will 
be, the more energy will be needed for processing, and the closer the processing 
conditions will be to the degradation temperature of PVC. With increasing k-value 
it becomes more difficult to process PVC. It is therefore not possible to process 
PVC with k-values in the range of 70 to 74 without prior addition of plasticizers. 
After the addition of plasticizers, the resulting end products are called “flexible” 
or “plasticized” PVC (p-PVC or PVC-P) products. It is possible to process PVC with 
k-values of 54 to 68 without addition of plasticizers. Such products are called “rigid” 
or “unplasticized” PVC (u-PVC or PVC-U).

VCM is not soluble in water. In order to disperse the monomer evenly in water, 
auxiliary additives have to be used. Historically emulsion polymerization is the 
oldest process and was first used in 1929. The initiators (for example peroxides and 
other per compounds) used in this case are water soluble. Emulsion polymerization 
can be run as a continuous or a batch process. In the batch process about 1% of 
emulsifier is added; the continuous process requires 2.5 to 3.0%. The emulsifiers 
are surface-active substances such as alkyl sulfonates, alkyl sulfates, or ammonium 
salts of fatty acids. These emulsifiers remain in the PVC after drying. The resulting 
polymerization product is the so-called E-PVC, and consists of very small particles 
in the range of 1 to 2 µm. The remaining amount of emulsifiers acts as an external 
lubricant and also gives the E-PVC good antistatic properties in the final products.

During the suspension polymerization process, the VCM is distributed in the water 
by intensive stirring. The radical initiators, for example azobisisobutyronitrile (AIBN), 
are soluble in the monomer. Suspending agents (used at 0.05 to 0.5%), such as poly-
vinyl alcohol or water-soluble cellulose, are added to prevent the agglomeration of 
the VCM droplets. This discontinuous process produces PVC particles of the size 50 
to 200 µm, which are called S-PVC. If 0.01 to 0.03% of emulsifiers is used in addition 
to the suspending agents, the VCM is dispersed even finer, as a microsuspension, 
during the polymerization process. The resulting MS-PVC has particle sizes from 
5 to 10 µm and is much finer than S-PVC. Pure S-PVC has a high purity, low water 
absorption, and good electrical properties.

If no water is used in the polymerization, the resulting polymer is called bulk or mass 
PVC, or M-PVC.1 Because the initiator is dissolved in the VCM, the process steps of 
filtration and drying are no longer necessary. Products made from M-PVC appear 
more transparent and more brilliant than those made from S-PVC. The different 
PVC types are used in differing applications, according to their particle sizes and 
k-values; see Tables 1.1 and 1.2.

1	 In English the abbreviation m-PVC is also used for (impact) modified PVC. The designation o-PVC (or PVC-O) for 
oriented PVC pressure pipes is also commonly used.
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Table 1.1 �PVC Types and Their Applications

PVC Type Particle Size Predominant Applications
E-PVC 1 to 2 µm Plastisols, rigid and flexible applications

MS-PVC 5 to 10 µm Plastisols

MS/S-PVC ~50 µm Extender PVC in plastisols

S-PVC 50 to 200 µm Rigid and flexible applications

M-PVC Transparent applications, various special applications

Table 1.2 �k-Values of S-PVC and Application Areas

Application Area k-Value of S-PVC
57–60 63–65 65–68 70–74

Pipes (compact pipes or outer skin layer) +++ ++

Pipes (foam layer) +++

Pipe fittings (injection-molded products) +++

Ceiling/wall panels, roller shutters + +++ ++

Edge banding (0.4 mm sheet) +++

Edge banding (2 mm profile) +++

Foamed technical profiles +++ ++ +

Foam sheets +++ +

Geo membranes and water stops ++ +++

Door/window profiles + +++

Siding + +++

Cables, hoses, tablecloth, shoe soles +++

Cable channels +++ ++

Rain gutters ++ +++

+ recommended ++ very recommended +++ highly recommended

Other polymers, such as vinyl acetate or acrylate, can be polymerized with vinyl 
chloride. The resulting products are called copolymers. Different polymer chains can 
also be grafted onto the PVC chains (grafted PVC). A further possibility for modifying 
PVC is to add more chlorine to the polymer by a postproduction chlorination process. 
These PVC types with higher chlorine content than pure PVC are called C-PVC. They 
have a higher softening point, which results in more difficult processing behavior.

Another important criterion of PVC quality is the morphology of the PVC particles. 
The particles should be porous and irregular; the surface area should be as large 
as possible. Given these properties, a good absorption and dispersion of stabilizer 
one-packs and other additives is guaranteed. A too-even surface area of the PVC 
particles cannot properly absorb the additives, resulting in local decomposition of 
the PVC, thereby causing surface defects (pit marks, pitting, specks).
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Furthermore, PVC should be free of any impurities. A standard test method is avail-
able to determine the number of black spots (impurities) in a given PVC sample: 
TSE EN ISO 1265. According to this standard, a maximum count of 60 black spots 
per sample is acceptable. However, this is considered too high for most applications, 
and a count of less than 25 spots is preferred. Moreover, a simpler, more practical 
test method exists for spotting impurities. A transparent glass beaker is filled with 
some water or ethanol or a mixture of these. Then a small representative sample 
of the PVC powder to be tested is added and the mix stirred to disperse the powder 
completely. Then the PVC is allowed to settle at the bottom of the beaker. The black 
spots in the settled PVC, viewed from below (observation is made easier by using a 
mirror, or even better, a magnifying mirror), are counted to assess the PVC quality. 
A few runs should be made to achieve higher statistical certainty. This average ‘black 
spot’ score should then be compared to an approved standard PVC grade, previously 
tested by the same method.

■■ 1.2 �Thermal Degradation of PVC

If the production of PVC progressed ideally, as represented in Formula 1.1, and 
resulted in linear polymer chains without any defects, processing of PVC powder 
would be much easier [2]. During polymerization, defects may occur [3]. The most 
important defects are

�� tertiary chlorine atoms, which result from branch formation during polymerization 
(Formula 1.2), and

�� allylic chlorine atoms, which form for example by termination of the polymeriza-
tion reaction (Formula 1.2).

The degradation of PVC starts at these defect sites [4, 5]. Therefore, these chlorine 
atoms are also called labile chlorine atoms, and the site of the defect is called the 
initiation site of degradation. The degradation of PVC is called dehydrochlorination 
because hydrochloric acid (hydrogen chloride, HCl) is split off during the process. 
The split-off of HCl generates new defects. If no stabilizer intervenes, this process 
continues in a zipper-like fashion. Hydrochloric acid and conjugated double bonds 
form; the latter are also called polyene sequences. Once six to seven conjugated 
double bonds have formed, a slight yellowing of the PVC can be observed. This yellow 
discoloration grows darker with increasing length of conjugation, from red to brown 
and finally to black (Formula 1.2). The PVC is then called burnt.
In addition to the simplified mechanism discussed here, several others have been 
discussed. It should be noted, for example, that in addition to the ionic mechanism 
depicted in Formula 1.2 a radical degradation process can also be considered. 
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The influence of oxygen on the autocatalytic activity of the generated hydrochloric 
acid was investigated. It is further being discussed that longer conjugated dou-
ble-bond systems can bind hydrochloric acid to form onium salts. This results in a 
deepening of the discoloration and is called halochromism. In addition to thermal 
degradation of PVC, shearing during processing and outdoor use of the finished 
products under the influence of light, air, and weather will also result in the deg-
radation of the polymer.

These effects and mechanisms are most likely of secondary interest to the plastics 
processor. A detailed scientific discussion can be found in the relevant literature 
[2–55]. Of essential importance to the processor is that additives can counteract 
these degradation processes by preventing them or at least slowing them down, 
partially even reversing them.

This is what PVC stabilizers are for. Unfortunately, one universal stabilizer cannot 
fulfill all requirements. In most cases, stabilizers are blends of single additives that 
complement each other, often increasing the joint effect (synergism) and sometimes 
counteracting each other (negative synergism). Therefore, the following will give 
the reader a basic understanding of the single components that play, have played, 
and maybe will play a role in PVC processing.

ClClClClClCl
R

HHHHH

R
HClHClHClHCl lCHlCH

ClClClClClCl
R

H

ClClCl lClC
R

H

HCl

Allylic
chlorine

ClClClClClCl
R

H

HCl

tertiary
chlorine

ClClClClCl
R

CH3

CH3

Formula 1.2 �Degradation of PVC at allylic and tertiary carbon atoms due to heat or shearing



71.3 One-Packs

■■ 1.3 �One-Packs

In most instances stabilizer blends are required to achieve the optimal PVC process-
ing performance and the best properties for the final product. Further functions of 
the additives are
�� substitution of labile chlorine atoms,
�� shortening of polyene sequences,
�� neutralization of HCl, and
�� prevention of autoxidation.

In addition to the possibility of developing their own stabilizer solutions, the pro-
cessor has the option to rely on formulated stabilizer-lubricant one-packs. These 
one-packs have the following advantages:
�� All components (primary stabilizer, lubricants, flow modifiers, and other compo-
nents) are included. In many instances, the one-packs are tailor-made, individual 
solutions.

�� The cost of quality control is significantly lower because only one raw material, 
the one-pack, and not the individual additives, have to be tested.

�� The stock-keeping is much simpler, as is the dosing and mixing in production.
�� Any variability of the blends is reduced due to the fact that the minor components, 
the single additives, are preblended. A weighing error of the preblend has a much 
smaller effect compared to an error made with a highly lubricating single additive.

�� Low-dust or dust-free one-packs improve plant hygiene for transport and mixing.
�� Less packaging material is generated.
�� The costs for new developments are lowered.
�� In addition to one-pack deliveries, the one-pack supplier also ensures competent 
service.

Apart from having varying compositions adapted for specific requirements, one-
packs are also delivered in various forms. The simplest one-packs are powder blends 
of individual additives. This allows virtually any combination of additives, and the 
powder is easily dispersed with nearly any mixing technique. Even liquids can be 
incorporated to a certain degree. A disadvantage is the dust generation during trans-
port and dosing. This problem can be drastically reduced by some simple measures. 
One possibility is to pack the powder blends into bags. Very often the bag weight 
is adapted to the weight of the mix, and the complete bag can be dumped into the 
mixer. The bag material is chosen to be compatible with and remains in the final 
product. Another option is to compact the powders to granulates. This significantly 
reduces the dust issue. Granulating conditions are chosen to give a low dusting 
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but easily dispersible product. Quite clearly, this product form is not suitable for 
slow-running mixers. Pastes are powder blends that are mixed with plasticizers until 
a stable, often highly viscous mass is achieved. Consequently, the dosing of pastes 
requires special techniques.

In the case where dust-free products are required, tablets, flakes, and microgran-
ulates are the delivery forms of choice. Of these, tablets are the most appealing. In 
most cases, these one-packs are based on a melt process. Because of this, the raw 
material combinations and the total amount of nonmelting products are more limited 
than in powder blends. The dispersion is done in high-speed mixers (Fig. 1.2). Liquid 
stabilizers, excluding tin stabilizers, are often a complex solution of additives in 
solvents and are mostly used in plastisol and calender applications.
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Figure 1.2 �Studies on dispersion as a function of delivery form and mixing temperature

■■ 1.4 �Heat Stabilizers for PVC

Heat stabilizers are based on

�� metal-free, organic compounds,

�� alkaline earth metal salts (mainly calcium or barium) in combination with cadmium 
or zinc salts (mixed-metal stabilizers),

�� organotin compounds,

�� rare earth metal salts, mainly based on lanthanum, and

�� basic and neutral lead salts.

The 1990s saw fairly extensive discussions about the use of heavy metals for stabi-
lizing PVC. We therefore want to examine the question here in more detail: What 
actually is a heavy metal?
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Scots have a multitude of expressions for rain [56]. Eskimos have 27 words for snow 
[57]. It is similar with heavy metals. Mankind has currently more than 40 definitions 
for this term, heavy metal [58]:

�� The general public sees heavy metals as materials dangerous for humans and for 
the environment as a whole.

�� There are currently 13 definitions based on the density of metal. These mention 
densities in the range of 3.5 to 7.0 g/mL. The most commonly used (scientific) 
definition is: a metal with a density > 4.5 g/mL is a heavy metal [59]. In this case 
even titanium, having a density of 4.506 to 4.508 g/mL, would be considered a 
heavy metal.

�� Eleven definitions are based on the atomic weight. In the extreme, everything with 
an atomic weight higher than sodium is considered a heavy metal [60]. By this 
definition magnesium, aluminum, and calcium would be heavy metals.

�� There are five definitions from the perspective of a chemist, and two in a biolo-
gist’s view, which relate to the positions in the periodic table, the atomic number.

�� Another five definitions of this term relate to various other chemical properties.

�� Two definitions refer to toxicological principles.

�� Probably the oldest definition was coined in 1884 and is quite graphic: “guns or 
shot of large size.”

�� Based on the definition of Directive 67/548/EEC, the elements antimony, arsenic, 
cadmium, chromium-(VI), copper, lead, mercury, nickel, selenium, tellurium, 
thallium, tin, and their compounds are heavy metals.

�� “Heavy Metal” is also a style of music.

The term heavy metal is misleading. Not every heavy metal is poisonous. Iron and 
zinc are essential, vital elements.

1.4.1 �Metal-Free Base Stabilizers

Metal-free stabilizers have enjoyed something of a renaissance in recent times. The 
reason for this was the discussion of stabilizer systems containing heavy metals 
(see above). Metal-free, organic stabilizers were suggested for PVC at about the same 
time as lead stabilization [61, 62]. Urea and its derivatives were already published 
in 1937 [63] (Formula 1.3). In addition to the “normal” urea, the sulfur-containing 
thiourea (Formula 1.3) was also investigated. Years later, diphenylthiourea gained 
commercial importance as a stabilizer for producing E-PVC films by the Luvitherm 
process. Various (thio-)ureas were compared in a calcium-zinc test formulation. The 
calcium-zinc formulation was chosen to give the PVC a minimum basic stability. 
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As the results in Table 1.3 show, various (thio-)ureas improve early color and color 
hold but decrease long-term thermostability in combination with zinc. It should 
also be noted that thioureas form black discolorations in combination with lead 
stabilizers. The reason for this is the formation of black lead sulfide (Formula 1.4).

Pb2+ + S2– → PbS (black)

Formula 1.4 �Formation of black lead sulfide

Dicyandiamide is the dimer of cyanamide. Dicyandiamide was used as a PVC stabi-
lizer as early as 1942 [65]. From a chemist’s perspective, dicyandiamide (Formula 1.5) 
can be seen as a derivative of urea. It shows structural similarities to guanidine 
and also to 4-aminouracil. Dicyandiamide is also a chemical precursor of melamine 
(Formula 1.5), which is the trimer of cyanamide. In PVC it behaves similar to urea; 

O
N

N

R'
R

R'''
R''

S
N

N

R'
R

R'''
R''

Formula 1.3 �General structure of ureas (left) and thioureas (right); R, R′, R″, and R′′′ can be 
identical or different substituents

Table 1.3 �Comparison of Several Substituted (Thio)ureas for Thermostability, Early Color 
(YI 0), and Color Hold (YI 30). (Dosage Was 0.1 phr in a Formulation of 100 phr PVC 
[k = 68], 2 phr Chalk, 1 phr Titanium Dioxide, 1 phr Calcium Stearate, 1 phr Zinc 
Stearate, 0.5 phr Pentaerythritol, 1 phr Paraffin Wax [64]. Oven Stability in Minutes; 
YI 0 and YI 30 = Yellowness Index after 0 and 30 min (in a Thermo Oven))

Urea Oven Stability [min] YI 0 YI 30
none 60 18.4 44.6

Urea (unsubstituted) 45 17.0 35.5

N-Ethyl- 25 20.6

N,N′-Dimethyl- 30 12.3 59.6

N-Benzyl- 30 13.5 68.4

N-Phenyl- 40  9.7 41.2

Morpholinyl- 30 18.1 64.2

N,N′-Diphenyl- 35 18.5 41.2

N,N′-Diethylthio- 15 31.8

N,N′-Dibenzylthio- 20 16.5

N,N′-Diphenylthio- 25 11.4

N,N′-Di-n-butylthio- 20 22.4

Dicyandiamide 45 11.4 55.1
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see Table 1.3. Also, melamine derivatives are used as costabilizers for PVC, especially 
in flooring applications.

N

N

H2N

H

NH

N

N

N

NH2

NH2H2N

Formula 1.5 �Structures of dicyandiamide and melamine

β-Aminocrotonic acid derivatives (Formula 1.6) were probably already mentioned 
as PVC stabilizers before 1961 [66]. They stabilize not only E-PVC but also S- and 
M-PVC. According to theoretical modeling, aminocrotonates substitute labile chlorine 
atoms at the PVC-chain; see Formula 1.7 [67]. Further literature [68] shows that, in 
addition to the effects mentioned before, aminocrotonates can also bind escaping 
hydrochloric acid. The effectiveness of aminocrotonates as stabilizers is relatively 
good, but the early color stability is only modest. Theoretically, aminocrotonates can 
be viewed as nitrogen-containing 1,3-dicarbonyl compounds; see also Section 1.5.3 
and Formula 1.29. Typical examples are butyleneglycol diaminocrotonate (BGAC) 
and thioethyleneglycol diaminocrotonate (TGAC). The efficiency of aminocrotonates 
can be improved significantly in combination with synergists like calcium-zinc soaps 
or epoxides. A potential disadvantage of aminocrotonates is that small amounts of 
ammonia can be generated during processing [69].

NH2

O
H

O

H3C

R

Formula 1.6 �Structure of aminocrotonates
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Formula 1.7 �Stabilizing mechanism of aminocrotonates

Historically, dihydropyridines (DHP) are relatively ‘young’ metal-free basic stabilizers 
for PVC [70]. Depending on the chemical perspective applied, they can be identified as

�� δ-diketones,

�� β-aminocrotonates, or

�� derivatives of 1,3-dicarbonyl compounds (due to their synthesis from 1,3-dicarbonyl 
compounds, formaldehyde, and ammonia); see Formula 1.8.
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Formula 1.8 �General structure of dihydropyridines (top left), as δ-diketone (frame, top middle), as 
β-aminocrotonate (frame, top right), and as β-diketone (“exploded” display, bottom)

They probably stabilize PVC in a way similar to aminocrotonates or uracils; see 
Formula 1.7 and Formula 1.11.

In the early days, the thermostability of calcium-zinc stabilizers alone was not suf-
ficient for the production of mineral water bottles. Because of this, α- or 2-phenylin-
doles (2-PI) were added as costabilizers, especially in France [71]; see Formula 1.9. 
2-Phenylindole requires no further catalyst to substitute the labile chlorine atoms 
of the PVC polymer. A disadvantage of this compound, though, is that it has a ten-
dency to strongly discolor after only a short period under radiation, for example in 
sunlight. The migration of 2-phenylindole can also cause issues. In contrast to the 
light sensitivity, the migration problem can easily be resolved by introducing alkyl 
substituents into the molecule.

N
H

Ph

Formula 1.9 �Chemical structure of 2-phenylindole

The uracils depicted in Formula 1.10 were first mentioned as stabilizers for PVC 
in 1966 [72]. In a way they are fascinating compounds, because they combine the 
structural elements of urea and those of aminocrotonates; see Formula 1.10. A pessi-
mist would expect a negative synergism: the bad early color of the aminocrotonates 
and the weak long-term thermostability of urea. In reality the system retains the 
positive properties of each: the good early color of the urea and the good long-term 
thermostability of the aminocrotonates. The uracils constitute an intramolecular, 
or, expressed in simpler terms, an internal synergism of two molecules. Uracils are 
able to substitute unstable chlorine atoms in the polyvinyl chloride chains, similar to 
aminocrotonates. This mechanism was proven in the literature [73] (Formula 1.11).
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PVC Additives

■■ 2.1 �Lubricants

2.1.1 �Introduction

The lubricants, often also inaccurately referred to as waxes, are another important 
class of PVC additives. They may not compare volume wise to, for example, the fillers 
but are certainly in a class of their own with regard to functionality. Stabilizers and 
lubricants are not only applied jointly by using a stabilizer-lubricant one-pack. On 
one hand, there is virtually no PVC process or application that does not need lubri-
cants. On the other hand, many stabilizers such as metal soaps (see also the section 
on metal soaps next and in Section 1.4.2) also have, in addition to their stabilizing 
rheological properties.
Lubricants influence the following:
�� the overall processing window, in general as well as in important detail,
�� the plastification, and subsequently also,
�� the mechanical properties of the extrudate,
�� the wall-slipping behavior,
�� the metal release in general,
�� the torque during extrusion,
�� the pressures during extrusion,
�� the melt temperature,
�� the melt viscosity,
�� the melt homogeneity,
�� the melt elasticity,
�� to some degree the dynamic stability,
�� the surface quality of the extrudate,
�� the gloss,
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�� the plate-out behavior (see also Chapter 3),
�� the die swell, and by that also

�� the final dimensions of the extrudate
�� the take-off tension needed to pull the profile or pipe through the calibration, 
and by that,

�� the shrinkage
�� the welding behavior,
�� the incorporation and dispersion of inorganic/nonmelting components, e.g., filler,
�� the glass transition temperature [1, 2] and by that the VICAT softening point and 
ductility,

�� the density of the final product,
�� the transparency of the final product,
�� the extrusion output, and last but not least,
�� the price of the final product.

From the number and the complexity of influences it can be rightly concluded that, 
similar to the so-called butterfly effect for the weather [3], changes in the lubricant 
balance can not only have the intended effects, but also an unlimited number of 
unintended side effects which often cannot be predicted.
Like stabilizers, lubricants cannot be characterized by a single, generally applicable 
chemical formula. Too various are the functions of individual lubricants, mainly in 
production but sometimes also affecting the final product. Because of this, also the 
chemistry behind lubricants is just as diverse.
The definition of the term waxes by the Deutsche Gesellschaft für Fettwissenschaft 
(DGF, German Association for Fat Sciences), commonly encountered in the litera-
ture, was initially conceived for the historically most important application, care 
products [4]. Nevertheless, it can also be used in many areas of the plastics industry. 
Accordingly, many lubricants can also be characterized by the following properties. 
A substance is called a wax, when it:
�� can be kneaded at 20°C,
�� is of solid to brittle hardness,
�� has a coarse to microcrystalline structure,
�� is translucent to opaque but not glass-like,
�� melts above 40°C without decomposition,
�� has a low melt viscosity only a few degrees above the melting temperature,
�� has a strongly temperature dependent consistency and solubility, and
�� can be polished under slight pressure.



3	 Uncharted Territory 
in PVC Processing: 
Plate-Out

“… what you see at the scene of a … ‘problem’ is frozen in time, it is no longer a 
moving, living dynamic. You can create several stories about this still life; but these 
are only theories. You, like ‘a detective’ … can assemble hard facts and solid scien-
tific evidence, and still draw the wrong conclusions. Add to this, a few lies and red 
herrings and people who are trying to help but make mistakes. Plus people who 
tell you what you want to hear, consistent with your theory, and people with hidden 
agendas, and … ‘other persons,’ … who may have planted false clues. Through all 
this mess of contradictions, inconsistencies, and lies is the truth.”[1]

■■ 3.1 �Literature Review of Plate-Out

The Eskimos may have many expressions for snow and ice [2], but none for plate-
out. The Africans are surprised that it can be so difficult to name such a simple 
phenomenon as snow. Chemists, on the other hand, are astonished that such a vast 
field of effects as plate-out is only described by one word.

Plate-out is a seemingly normal issue in PVC processing [3–10]. Nevertheless, there 
are only a limited number of publications about this phenomenon. The reasons, influ-
encing factors, and mechanisms of plate-out have only been inadequately explained 
so far. Bos et al. defined plate-out “as uncontrollably occurring, often quite disruptive 
deposits or coatings, which form after a longer production period on the hot or cold 
metal surfaces of a processing line” [4]. The plate-out issue started to attract more 
attention in the late 1970s to the early 1980s [3, 5, 6].

Parey discusses the influence of the mixing conditions and the surface properties 
of the PVC [3, 5]. However, these influence factors were not considered by any other 
authors. Parey also suggests that PVC formulations stabilized with liquid stabilizers 
show less tendency for plate-out than those with solid stabilizers. Bos et al. were 
most likely the first to introduce the differentiation between plate-out in the tooling 
and plate-out in the calibration [4].
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Extrusion Direction

[#1] [#2]
[#3]

[#4] [#5]
[#6]

Figure 3.1 �Plate-out formation in the tooling/die (extruder drawing from [11]) 
[#1]	 inorganic particles, such as fillers, (white) pigments, inorganic costabilizers 
[#2]	 nonpolar heterogeneous phase, like insoluble paraffin or polyethylene waxes 
[#3]	 coating of inorganic particles with the phase #2 and migration to the interface  
	 between polymer melt and hot metal surface 
[#4]	 deposition of inorganic particles in the compression zone of the tool 
[#5]	 deposition of inorganic particles in the decompression zone of the tool 
[#6]	 onward migration of phase #2

Lippoldt suggested the probably most accepted mechanism for the formation of 
plate-out [6]; see Fig. 3.1. The theory was developed for tin-stabilized systems and 
is based on the fact that some organic components only have a limited solubility in 
the hot PVC melt. It is assumed that these less soluble components, such as paraf-
fin waxes, separate as a heterogeneous phase from the melt [#2]. These separate 
phases, interacting with the volatile tin stabilizers, can then transport inorganic 
particles [#1] to the metal/polymer melt interface [#3]. In areas of compression 
[#4] and decompression [#5] the inorganic components are deposited and act as 
triggers for further deposits, whereas the organic phase, acting as release agent 
between the metal and the melt, continues to move in the direction of the extrusion 
[#6].

Holtzen and Musiano investigated the influence of the polymer melt rheology in 
various tooling setups to identify the exact areas in which the plate-out actually 
forms [7].
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Leskovyansky discusses a possible link between the occurrences of plate-out and 
oxidized metal surfaces [8]. Bussman and Kerr investigate in a similar direction, 
but with calcium-zinc stabilized PVC [9]. They attribute the formation of plate-out 
to the oxidation of the steel extruder barrel and the associated rougher surface into 
which excessive lubricants may migrate.
Pfister and Schlumpf concluded from roll mill experiments that natural calcium car-
bonate counteracts plate-out formation [12]. Kronos published in 1993 that there is 
no indication of a direct influence of titanium dioxide pigments on the formation of 
plate-out [13]. However, the overall compatibility of all components of a PVC formu-
lation (polymer, pigments, fillers, stabilizers, lubricants, release agents, plasticizers) 
plays an important role. As an example, the exchange of only a stabilizer may result 
in the need to reformulate in order to avoid the formation of plate-out.
In many instances the tendency for plate-out formation can be reduced by adding 
certain lubricants (for example, 12-hydroxystearic acid) or by using about 2% (in 
relation to the total formulation) of natural or precipitated chalk. The addition of 
small amounts of fine silica or of acrylate processing aids has also been shown to 
reduce plate-out.
Another, often underestimated, influence on the occurrence of plate-out is related 
to the production and storage and aging of compounds or dry blends. It could be 
shown that for a compound with a given tendency for plate-out, the processing 
properties could be improved if prior to processing a certain storage time (“aging”) 
was observed. A possible reason for this could be a change in the grain structure of 
the PVC compound over time.
The general processing conditions (barrel temperature, mass temperature, melt 
throughput, compression ratios in the tooling, geometry of the tooling, materials, 
and surface properties of the tools) also play a role. As an example, the findings of 
the Institute of Plastics Processing (IKV) at RWTH Aachen University are shown 
in Figs. 3.2 and 3.3. They display the influence of temperature and screw speed on 
plate-out formation: an increase is found with increasing temperature and a reduction 
at higher screw speeds. Figure 3.4 reveals that by increasing the titanium dioxide 
pigment concentration from 3% via 4.5% to 6%, the pressure and torque increase, 
whereas the plate-out tendency is significantly reduced.
Almost all research work agrees that the plate-out consists mainly of inorganic 
substances, such as titanium dioxide, chalk, or basic (lead) stabilizer components. 
Organic compounds, for example calcium stearate, lubricants, plasticizers, and also 
PVC itself are rather underrepresented. It is safe to assume for any plate-out in the 
tooling that its composition will not reflect the overall dry blend formulation.
Occasionally it has been reported that the use of titanium dioxide or chalk has 
reduced plate-out. This is said to be attributed to the abrasive properties of these 
materials [4, 9, 10, 12, 13].
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Figure 3.2 �Plate-out as a function of temperature [13]

Weak Plate-Out Tendency

rpm

0

1

30 60 90 120 150

Strong Plate-Out Tendency

Figure 3.3 �Plate-out as a function of screw speed [13]



4	 Uncharted Territory 
in the Use of PVC 
Products: Photo Effects

In order to better understand this chapter it is recommended that one first read 
the introduction to photochemistry and the remarks about titanium dioxide in 
Section 2.4.

■■ 4.1 �Literature Review of Photochemical 
Degradation of PVC Products

4.1.1 �Photochemical Degradation of PVC

In theory, the photochemical degradation of PVC is comparable to the thermal deg-
radation. Nevertheless, this author is convinced that thermal degradation is mainly 
based on an ionic mechanism, whereas photo-oxidative degradation mainly follows a 
radical principle. To investigate the photochemical degradation of PVC products one 
must further differentiate between the light absorption by the PVC itself and that 
by another molecule, for example titanium dioxide. In the case of light absorption 
mainly by the titanium dioxide (see Fig. 4.19) a variety of different radicals may be 
formed (see also Fig. 4.19). If the PVC mainly absorbs the light itself, the first step is 
the generation of radicals according to Formulas 4.1 to 4.3 [1]. For the second step it 
is almost irrelevant which radicals are actually formed. It is only important that the 
abstraction of a hydrogen atom, the so-called H-abstraction, is thermodynamically 
possible. The most likely second step is the formation of an isolated double bond by 
H-abstraction according to Formula 4.4 (this formula is wrongly presented in [1]). 
A mechanism according to Formula 4.5 is also theoretically possible. The common 
understanding is that this initiates the continuing, photochemically or thermally 
induced, degradation of PVC by a zipper-like mechanism.
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Formula 4.1 �Light absorption by the PVC chain and resulting cleavage of a C–Cl bond
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Formula 4.2 �Light absorption by the PVC chain and resulting cleavage of a C–H bond
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Formula 4.3 �Light absorption by the PVC chain and resulting cleavage of a different C-H bond
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Formula 4.4 �Formation of a double bond by reaction of a chlorine atom with a polymeric 
radical (hydrogen abstraction)

ClCl Cl

*
+H* +HCl

Formula 4.5 �Formation of a double bond by reaction of a hydrogen atom with a polymeric 
radical (chlorine abstraction)

This “zipper” process results in conjugated double bonds, also called polyene 
sequences. Naturally, these reactions also depend on the detailed chemical struc-
ture as well as the temperature. The formation of these polyene sequences can be 
observed by the following methods:

�� UV-VIS spectroscopy [1], by which the absorption maxima are correlated to the 
number of conjugated double bonds (Fig. 4.1, Table 4.1),

�� FTIR investigations of the double-bond absorption bands, or

�� Raman spectroscopy investigations [2–5].

For these measurements we stored unstabilized PVC at 70°C and recorded Raman 
spectra after defined periods of time (Figs. 4.2 and 4.3). The most interesting area 
is between about 1000 and 1600 cm–1. The Raman signal for the C–C single bonds 
is at about 1100 cm–1 and for the C=C double bonds at about 1500 cm–1. The latter 
is missing for the “virgin” PVC in Figs. 4.2 and 4.3. As the PVC without stabilizer is 
increasingly thermally stressed, the Raman signal at 1500 cm–1 grows little by little. 
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Interestingly, the signal for the C–C single bonds also increases (see Fig. 4.3). This 
is a proof that conjugated double-bond sequences form during degradation. During 
this experiment it is also interesting to note that, although after an hour at 70°C 
conjugated double bonds have formed, no discoloration of the PVC could yet be 
detected. This fact highlights how sensitive the Raman spectroscopy is to polyene 
sequences. In general, it is accepted knowledge that about seven conjugated double 
bonds are necessary to show up as a visible discoloration of the PVC or yellowing. 
The data in Table 4.1 support these experiences. The next question is: How many 
polyene sequences are needed to lead to black discolorations? According to the 
literature [6], the maximum number is at about 20 to 65 conjugated double bonds. 
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Figure 4.1 �Correlation of UV-VIS maxima and the number of double bonds in polyene sequences 
[1]

Table 4.1 �UV-VIS Maxima of the Polyene Sequences (n = Number of Double Bonds) [1]

n Isomer
3 Triene 240 248 257 268

4 Tetraene 267 278 290 304

5 Pentaene 279 290 304 317 334

6 Hexaene 300 313 328 344 364

7 Heptaene 316 332 350 368 390

8 Octaene 332 349 367 386 410

Average 240 248 257 268 279 290 303 315 332 348 366 388 410
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a) 

b) 

c) 

(C=C )

( C-C )

Figure 4.2 �Raman spectrum of unstabilized PVC; thermally unstressed as overall spectrum a) 
and in detail b), and after thermal stress, in detail c)
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Figure 4.3 �Raman spectra of unstabilized PVC at 70°C as a function of the irradiation time

Next to the fact that with every additional conjugated double bond the absorption 
behavior is changing (Fig. 4.1, Table 4.1) the oxygen biradical will also interfere 
with the degradation process. The polyene sequences and most likely the resulting 
PVC carbon chain will also be oxidized by these oxygen radicals. This then results 
in an interruption of the polyene sequences, causing a shift of the absorption bands 
to shorter wavelengths. In the end, the PVC will be decomposed to water, carbon 
dioxide, and hydrochloric acid. This decomposition, though, only applies to a depth 
of about 20 µm in the presence of titanium dioxide but will continue to a depth of 
400 µm in its absence.

In this context, the investigations of Rhone-Poulenc, published in a series of papers, 
are of interest. In the first part of the series [7], Anton-Prinet et al. report the follow-
ing findings. The majority of any stabilizers in the thinner layers disappears within 
the first days. As the stabilizer is spent, the number of polyene sequences increases 
dramatically. Associated with this is a loss of mass due to the continued loss of HCl 
(dehydrochlorination). No significant formation of polyenes is observed before all of 
the stabilizers are consumed. Only in the top thin layers (~80 µm) is the oxidation 
reaction diffusion controlled. The majority of the absorbed oxygen is converted into 
carbonyl and hydroxyl groups. Carbonyl and hydroxyl group formation seems to 
appear only at the end of the stabilizer consumption. The oxidation is accelerated 
by increasing the temperature. The formation of polyene sequences is catalyzed by 
the evolving HCl. The polyene formation is more temperature dependent than the 
oxidation, and this is possibly caused by a nonphotochemical character of the reac-
tion. The chain reaction can be quenched by the combination of radicals, reaction 
of oxygen with macromolecules, or by reaction of Cl* radicals with CHCl groups. 



Symbole
1,3-dicarbonyl compounds    11, 37, 38
1,3-diketone    36
1,3-dimethyl-4-aminouracil    301, 302
2-phenylindole    12
4-aminouracil    10, 13
β-diketone    12, 17, 24, 36–39, 293, 350,  

352

A
acetylacetone    37, 38
acetylene    1
AFM    337
allylic chloride    286
allylic chlorine    5, 6, 15
aminocrotonate    11–13
anatase    187–189, 192, 193, 195, 196, 290, 

291, 296–298
antioxidants    1, 17, 33–36, 41, 105, 272, 

274–276, 289, 293, 300, 301
antistatic properties    3, 14, 166
autoxidation    7, 21

B
Bandol Wheel    83, 308, 321–327, 329–334
barium    8, 17, 396
barium benzoate    15
barium chloride    17
barium compounds    17
barium laurate    15
barium octanoate    15
barium oleate    15
barium stearate    15, 126
barium sulfate    18
BGAC    11, 302
bisphenol A    34, 41, 45, 293, 294
BPA    34, 36, 293, 294, 301
butyleneglycol diaminocrotonate    11

C
Caacac    39
cadmium    8, 9, 14, 15, 17, 94, 128, 376, 390, 

396, 405
calcium acetylacetonate    39
calcium benzoate    15
calcium carbonate    33, 137–154, 174–176, 

206–208, 217, 235, 344, 349, 352, 355, 356, 
390

calcium chloride    16, 17, 32
calcium hydroxide    32, 125, 137, 158, 289
calcium laurate    15
calcium octanoate    15
calcium oleate    15
calcium soap    16, 39, 67, 132, 276, 341
calcium stearate    10, 15, 17, 19, 32, 45, 102, 

123, 126, 127, 131, 235, 243, 250, 253, 254, 
261, 265, 266, 268, 269, 271

capacitance    86
carbon neutral    388
chalking    146, 147, 288, 308, 341, 355, 356, 

360, 363
coating    69, 87, 99, 126, 138, 157, 161, 188, 

193, 195, 217, 219, 233, 234, 247, 248, 
253–255, 296, 297, 338, 344, 346, 349

corner strength    144
CPE    208, 210, 213, 215–217, 225, 248, 257, 

259, 261, 271, 277, 295, 341, 342
C-PVC    4
cross-staining    23, 95, 304

D
DBLP    25, 26, 244
DBLS    25, 27, 244
DBM    38
degradation    3, 5, 6, 15, 16, 20, 33, 36, 77, 

83, 99, 100, 130, 147, 281, 283, 285, 288, 
332, 344, 355, 356, 363, 398

Subject Index

Symbols



414 ﻿Subject Index

dehydrochlorination    5, 70, 76–78, 285–287, 
308, 313, 14, 350

DHC    22, 77, 78, 81, 314, 342, 350, 351
dibasic lead phosphite    25, 26, 244, 292, 

303, 341
dibasic lead stearate    25–27, 126, 127, 244
dolomite    163

G
GCC    138, 139, 141, 142, 145, 146,  

150, 151, 153, 154, 156, 157,  
162, 163

H
HCl    5–7, 11, 16, 29, 32, 36, 37, 40, 41, 244, 

245, 282, 285, 286, 300
hydrochloric acid    5, 6, 11, 13, 20, 21, 24, 

25, 28, 29, 32, 33, 36, 40, 41, 76–80, 95, 
139, 140, 153, 156, 168, 244, 245, 285, 
287, 289, 301, 344

L
lead oxide    24–27, 292
lead sulfide    10, 23, 27, 304
lime    32, 33, 67, 137, 158
lime/calcium hydroxide    244
litharge    24, 26, 292

M
magnesium laurate    15
magnesium oleate    15
magnesium stearate    15
Microdul    163
m-PVC    48
Myanit    163

N
neutral lead stearate    19, 25–27, 123, 126, 

250, 265
NLS    25, 26

O
o-PVC    48
oxalate    146, 337, 345–349

P
PbO    24–27, 244, 292
PbS    10

PCC    137, 138, 140, 145, 150, 154, 156, 157, 
162, 163, 208, 217

photodegradation    286–288
photo effects    98
Plasfill    226
pollen    83, 146, 307, 312, 313, 330–335, 

337, 338, 343, 346
p-PVC    14, 88, 142, 144, 146, 147, 150, 164, 

167, 170–172

S
S    10
Sarde Chemicals    226
suspension polymerization    3

T
TBLS    25, 26
TGAC    11
thioethyleneglycol diaminocrotonate    11
tin    95
tribasic lead sulfate    25, 26

U
u-PVC    22, 32, 47, 120, 126, 131, 140–143, 

146, 156, 157, 167, 344
uracil    12, 13, 301–303

V
VDE    31
VICAT    75

W
weathering    19, 23, 27, 28, 30, 32, 70, 

81–85, 98, 136, 146, 147, 161, 169, 
196–198, 216, 217, 254, 271, 287–291, 
294–297, 299, 301, 306–308, 311, 312, 
320–322, 334–338, 340–347, 349, 350, 
352, 355–357, 359–363

wetting    139, 171, 320

Z
zinc acetylacetonate    39
zinc benzoate    15
zinc laurate    15
zinc octanoate    15
zinc oleate    15
zinc stearate    15
Znacac    39


	Preface
	Preface to the German Edition
	Contents
	1	PVC Stabilizers
	1.1 The Production of Polyvinyl Chloride (PVC)
	1.2 Thermal Degradation of PVC
	1.3 One-Packs
	1.4 Heat Stabilizers for PVC
	1.4.1 �Metal-Free Base Stabilizers
	1.4.2 �Metal Soaps as Base Stabilizers
	1.4.3 �Tin Stabilizers
	1.4.4 �Lead Stabilizers
	1.4.5 �Rare Earth Stabilizers

	1.5 Costabilizers for PVC
	1.5.1 Inorganic Costabilizers
	1.5.2 �Antioxidants
	1.5.3 �β-Diketones and Derivatives
	1.5.4 �Epoxy Compounds
	1.5.5 �Organic Phosphites
	1.5.6 �Polyols
	1.5.7 �Perchlorates

	1.6 �Guide Formulations
	1.6.1 �Additives for PVC Products in Contact with Drinking Water and Foodstuffs
	1.6.2 �Individual Guide Formulations
	1.6.2.1 �Guide Formulations for Pipes
	1.6.2.2 �Guide Formulations for Profiles
	1.6.2.3 �Guide Formulations for Sheets
	1.6.2.4 �Guide Formulations for Rigid Films
	1.6.2.5 �Guide Formulations for Cables
	1.6.2.6 �Guide Formulations for Flexible PVC Applications


	1.7 �Test Methods
	1.7.1 �Mixing
	1.7.2 �Dispersibility
	1.7.3 �Production of Rolled Sheets
	1.7.4 �Rheology
	1.7.5 �Degree of Gelation
	1.7.6 �Softening Temperature
	1.7.7 �Thermostability
	1.7.7.1 �Static Thermostability
	1.7.7.2 �Dynamic Thermostability

	1.7.8 �Light Stability
	1.7.9 �Color
	1.7.10 �Gloss
	1.7.11 �Electrical Volume Resistance and Capacitance
	1.7.12 �Fogging
	1.7.13 �Plate-Out
	1.7.14 �Shore Hardness
	1.7.15 �Impact Strength

	1.8 �Trends and Tendencies
	1.8.1 �PVC Producers, Production Capacities, and PVC Consumption
	1.8.2 �Lead Substitution: The Voluntary Commitment of the European PVC Industry and Other National Regulations
	1.8.3 �Recycling of PVC Products
	1.8.4 �Wood-PVC Composites

	1.9 �Analysis of Some Technical Problems with PVC Processing and Suggestions for Solutions
	1.9.1 �Plate-Out
	1.9.2 �Photo Effects
	1.9.3 �Extrusion Troubleshooting Guide

	1.10 �Stabilizer Producers
		References

	2	Additional PVC Additives
	2.1 �Lubricants
	2.1.1 �Introduction
	2.1.2 �Lubricants: Chemistry and Mechanisms of Action
	2.1.3 �Methods to Characterize and Test Lubricants
	2.1.4 �Lubricant Producers

	2.2 �Functional Fillers
	2.2.1 �Introduction
	2.2.2 �Fillers: Chemistry and Effects
	2.2.3 �Methods to Characterize and Test Functional Fillers
	2.2.4 �Filler Producers

	2.3 �Plasticizers
	2.3.1 �Introduction
	2.3.2 �Plasticizers: Chemistry and Mechanisms of Action
	2.3.3 �Methods to Characterize and Test Plasticizers
	2.3.4 �Plasticizer Producers

	2.4 �Titanium Dioxide
	2.4.1 �Introduction
	2.4.2 �Titanium Dioxide: Chemistry and Mechanisms of Action
	2.4.3 �Methods to Characterize and Test Titanium Dioxides
	2.4.4 �Titanium Dioxide Producers

	2.5 �Processing Aids and Impact Modifiers
	2.5.1 �Introduction
	2.5.2 �The Chemistry and Effects of Processing Aids and Impact Modifiers
	2.5.2.1 �Processing Aids or Flow Modifiers
	2.5.2.2 �Impact Modifiers

	2.5.3 �Methods to Characterize and Test Processing Aids and Impact Modifiers
	2.5.3.1 �Flow Modifiers and Processing Aids
	2.5.3.2 �Impact Modifiers

	2.5.4 �Producers of Processing Aids and Impact Modifiers

		References

	3	Uncharted Territory in PVC Processing: Plate-Out
	3.1 �Literature Review of Plate-Out
	3.2 �Plate-Out in the Venting Unit
	3.3 �Plate-Out in the Tooling and Adapter
	3.3.1 �Typical Compositions of Plate-Out from the Tooling
	3.3.2 �Laboratory Experiments
	3.3.2.1 �Introduction
	3.3.2.2 �The Influence of Moisture
	3.3.2.3 �The Influence of the Mixing Process
	3.3.2.4 �The Influence of Tooling Quality
	3.3.2.5 �The Influences of Mass Temperature, Mass Pressure and Extrusion Torque, Chalk, Titanium Dioxide, and Modifiers
	3.3.2.5.1 �Analysis of the Raw Data by Software (ECHIP)
	3.3.2.5.2 �The Influence of Extrusion Parameters
	3.3.2.5.3 �The Influence of Chalk
	3.3.2.5.4 �The Influence of Titanium Dioxide
	3.3.2.5.5 �The Influence of Impact Modifiers
	3.3.2.5.6 �The Influence of CPE Modifiers

	3.3.2.6 �The Influence of Lubricants and Metal Soaps
	3.3.2.6.1 �The Influence of Polyethylene Waxes
	3.3.2.6.2 �The Influence of Calcium Stearate
	3.3.2.6.3 �The Influence of Oxidized Polyethylene Waxes


	3.3.3 �Summary for Plate-Out in Tooling and Adapter

	3.4 �Plate-Out in the Calibration
	3.4.1 �Typical Compositions of Calibration Plate-Out
	3.4.2 �Possible Mechanisms for the Formation of Plate-Out in the Calibration
	3.4.3 �Investigations of Plate-Out Formation in the Calibration

	3.5 �Troubleshooting Guide for the Prevention of Plate-Out
		References

	4	Uncharted Territory in the Use of PVC Products: Photo Effects
	4.1 �Literature Review of Photochemical Degradation of PVC Products
	4.1.1 �Photochemical Degradation of PVC
	4.1.2 �Degradation of PVC Phthalate Plasticizers During Weathering

	4.2 �Photobluing
	4.2.1 �Fundamental Experiments
	4.2.2 �Results and Discussion
	4.2.2.1 �Reproducibility and the Comparison of Xeno Test and Outdoor Weathering
	4.2.2.2 �Influence of the PVC Stabilizer
	4.2.2.3 �Influence of the Stabilizer Producer
	4.2.2.4 �Influence of PVC, Chalk, and the Processing Conditions
	4.2.2.5 �Influence of Modifiers and White Pigment
	4.2.2.6 �Influence of the Lattice Structure of Titanium Dioxide
	4.2.2.7 �Influence of the Titanium Dioxide Coating
	4.2.2.8 �Influence of Titanium Dioxide Levels
	4.2.2.9 �Influence of Oxygen

	4.2.3 �Conclusions and Summary for Photobluing
	4.2.4 �Outlook

	4.3 �Photopinking
	4.4 �Photograying
	4.4.1 �True Photograying
	4.4.2 �Apparent Photograying

	4.5 �Environmental Influences on the Weathering of Plastic Windows
	4.5.1 �Introduction
	4.5.2 �Rust Film
	4.5.3 �Soot
	4.5.4 �Pollen
	4.5.5 �Simulation of Environmental Effects
	4.5.5.1 �The Samples
	4.5.5.2 �A Simulation Method: The Bandol Wheel
	4.5.5.3 �Irradiation Trials without Contaminants
	4.5.5.4 �Irradiation Trials with Rust Film WJ 364 as Contaminant
	4.5.5.5 �Irradiation Trials with Soot WJ 365 as Contaminant
	4.5.5.6 �Irradiation Trials with Pollen as Contaminant
	4.5.5.7 �Summary of Bandol Wheel Experiments and Conclusions

	4.5.6 �Investigations by Xeno Test
	4.5.7 �Restoration
	4.5.8 �What Has Changed for Window Profiles in the Last 20 Years: A Review

	4.6 �Chalk as Filler in u-PVC Products: New Insights into Influences on Weathering Behavior
	4.6.1 �Formation of Calcium Oxalate
	4.6.1.1 �Calcium Oxalate and Oxalic Acid: Influence on Artificial Weathering
	4.6.1.2 �Calcium Oxalate: A Product Resulting from Weathering of Plastic Window Frames?
	4.6.1.3 �Summary of Findings Regarding Oxalate Formation

	4.6.2 �Influence of Trace Elements in Chalk on Weathering
	4.6.2.1 �Directed Contamination by Trace Elements
	4.6.2.2 �Results of Artificial Weathering with Xeno Test
	4.6.2.3 �Summary of Investigations into the Influence of Trace Elements in Chalks on Weathering of PVC Profiles

	4.6.3 �Calcium Carbonate as Filler and the Chalking of PVC Pipes
	4.6.3.1 �Materials and Methods
	4.6.3.2 �Influence on Appearance
	4.6.3.3 �Results of Outdoor Weathering
	4.6.3.3.1 �Observations for the Test Series Started in February 2007
	4.6.3.3.2 �Observations for the Test Series Started in June 2007

	4.6.3.4 �Conclusion and Summary


		References

	5	PVC and Sustainability
	5.1 �A Changing World
	5.2 �From Business to Business
	5.3 �From Business to Society
	5.4 �Chemicals in a Changing World
	5.5 �The Relevance for PVC
	5.6 �PVC in the Scientific Assessment
	5.7 �The Engagement of the European PVC Industry for Sustainable Development
	5.8 �The Sustainability Challenges Resulting from the TNS Framework
	5.9 �Biodiversity–The Sixth Challenge?
	5.10 �Schedule For a Sustainable Future
	5.11 �Do We Accept the Challenges?
	5.12 �Synergistic Progress with Vinyl 2010 and VinylPlus
	5.13 �Innovation by Progress
	5.14 �Further Advantages of Proactivity for a Sustainable Development
	5.15 �The Pedigree for PVC
	5.16 �Sustainability Without Myths
	5.17 �PVC and the Future
		References

	About the Author
	Subject Index

